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ABSTRACT

Advances in the design of the liquid oxygen, liquid hydrogen engines for

the Space Transportation System call for the use of warm, high-pressure

oxygen as the driving gas in the liquid oxygen turbopump. The NASA

Lewis Research Center requested the NASA White Sands Test Facility (WSTF)

to design a test program to determine the relative resistance to ignition

of nine selected turbopump materials: Hastelloy X, Inconel 600, Invar

36, Monel K-500, Monel 400, nickel 200, silicon carbide, stainless steel

316, and zirconium copper. The materials were subjected to particle

impact and to frictional heating in high-pressure oxygen.

In the particle impact tests, nickel 200, Monel 400, and silicon carbide

were the most resistant to ignition; Monel K-500 and zirconium copper

were slightly less resistant to ignition; and Hastelloy X, Invar 36, and

stainless steel 316 were the least resistant to ignition. Inconel 600

was not tested.

In frictional heating tests of pairs of like materials, the ranking was

generally upheld, with the materials ranked in order of decreasing

resistance to ignition as follows: nickel 200, Inconel 600, Monel 400,

Monel K-500, Hastelloy X, Invar 36, and stainless steel 316. Pairs of

silicon carbide and zirconium copper failed mechanically at modest

contact pressures and did not ignite.

In tests where pairs of different materials were rubbed together, the

material rated less resistant to ignition in previous tests appeared to

control the resistance to ignition of the pair.

Tests designed to determine the effects of oxygen pressure on the

results of frictional heating appeared to indicate that the greater heat

rates per unit area required to ignite metals at high pressures resulted

from increased convective heat losses from the test samples.



PREFACE

This interim report addresses the test series that resulted from three

test plans written at the NASA White Sands Test Facility in response to a

request from the NASA Lewis Research Center to determine the relative

compatibility of selected turbopump materials in gaseous oxygen. The

first test plan, Determination of the Ignition Sensitivity of Selected

Turbopump Metals in High Pressure, High Temperature, Oxygen Environments

(TP-WSTF-324), proposed tests in which eight materials were impacted with

particles in hot, high-pressure oxygen and nine materials were heated

frictionally in high-pressure oxygen. The second test plan, TP-WSTF-324

ADDI, proposed tests in which pairs of different materials were rubbed

together in high-pressure oxygen to induce frictional heating. The third

test plan, Evaluation of Pressure Effects in the WSTF Friction Rubbing

Test System (TP-WSTF-356), proposed tests to determine the effects of the

test gas pressure on the results of frictional heating tests. Testing

proposed in the first and third test plans has been completed, and six of

the eight tests proposed in the second test plan have been completed.
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APPENDIX C

Data From Particle Impact Tests on

Impact Plates and Rupture Disks
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Table C-I. Particle Impact Tests on Hastelloy X Configured as Impact

Plates

Inlet Gas Inlet Gas

Temperature Pressure

Test Number (°F) (psig) Results

129.01 762 4525 Sample Partially Burned

130.01 815 4511 Sample Partially Burned

132.01 779 4477 No Burning

133.01 751 4588 No Burning

134.01 758 4553 No Burning

135.01 748 4574 No Burning

136.01 794 4553 Sample Partially Burned

138.01 781 4523 No Burning

139.01 778 4539 Sample Partially Burned

140.01 759 4504 No Burning

156.01 795 4518 Slight Evidence of Burning

158.01 754 4532 No Burning

159.01 764 4539 No Burning

160.01 743 4525 No Burning

161.01 759 4490 Sample Partially Burned

162.01 701 4539 No Burning

163.01 730 4581 No Burning

164.01 738 4532 Sample Partially Burned

167.01 705 4650 No Burning
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Table CL2. Particle Impact Tests on Invar 36 Configured as Impact Plates

Inlet Gas Inlet Gas

Temperature Pressure

Test Number (°F) (psig) Results

69.01 710 4500 No Burning

70.01 726 4511 Sample Completely Burned

71.01 799 4477 Sample Completely Burned

72.01 699 4400 No Burning

73.01 714 4504 No Burning

74.01 722 4497 Sample Completely Burned

75.01 687 4539 No Burning

76.01 693 4490 No Burning

77.01 684 4497 No Burning

78.01 726 4518 Sample Completely Burned

168.01 730 4560 Sample Completely Burned

169.01 681 4504 Sample Completely Burned
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Table C-3. Particle Impact Tests on Monel K-500 Configured as Impact

Plates

Inlet Gas Inlet Gas

Temperature Pressure

Test Number (°F) (psig) Results

102.01 753 4525 No Burning

103.01 775 4539 No Burning

104.01 782 4532 No Burning

105.01 782 4490 No Burning

106.01 777 4601 No Burning

107.01 822 4567 Slight Evidence

108.01 825 4456 No Burning

124.01 779 4511 No Burning

125.01 796 4453 No Burning

126.01 769 4608 No Burning

of Burning
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Table C-4. Particle Impact Tests on Monel 400 Configured as Impact Plates

Inlet Gas Inlet Gas

Temperature Pressure

Test Number (°F) (psig) Results

93.01 718 4483 No Burning

94.01 772 4518 No Burning

95.01 714 4483 No Burning

96.01 774 4477 No Burning

97.01 794 4497 No Burning

98.01 736 4483 No Burning

99.01 725 4393 No Burning

100.01 786 4372 No Burning

127.01 775 4532 No Burning

128.01 767 4546 No Burning
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Table C-5. Particle Impact Tests on Nickel 200 Configured as Impact Plates

Inlet Gas Inlet Gas

Temperature Pressure

Test Number (°F) (psig) Results

15.01 522 4546 No Burning

15.02 629 4594 No Burning a

15.03 677 4747 No Burning a

15.04 706 4553 No Burning a

15.05 655 4581 No Burning a

15.06 700 4511 No Burning a

15.07 720 4629 No Burning a

15.08 714 4567 No Burning a

a
15.09 708 4567 Slight Evidence of Burning

15.10 700 4594 No Burning a

110.01 789 4560 No Burning

111.01 816 4574 No Burning

112.01 814 4560 No Burning

113.01 821 4532 No Burning

114.01 794 4407 No Burning

a: Test done using some impact plate that was used in previous test.
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Table C-6. Particle Impact Tests on Silicon Carbide Configured as Impact

Plates

Test Number

Inlet Gas Inlet Gas

Temperature Pressure

(°F) (psig) Results

148.01 818 4581

149.01 604 4560

150.01 787 4553

152.01 773 4553

153.01 792 4525

154.01 762 4643

155.01 780 4525

No Burning a

No Burnlng a

No Burning

No Burning

No Burning a

No Burning a

No Burning

a: Impact plate shattered on impact.
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Table C-7. Particle Impact Tests on Stainless Steel 316 Configured as

Impact Plates

Inlet Gas Inlet Gas

Temperature Pressure

Test Number (°F) (psig) Results

43.01 631 4553

47.01 469 4574

49.01 441 4504

50.01 443 4483

53.01 480 4449

54.01 476 4581

55.01 435 4456

58.01 498 4560

62.01 606 4574

63.01 617 4525

64.01 592 4546

65.01 644 4407

66.01 631 4483

67.01 623 4574

141.01 560 4490

142.01 518 4532

143.01 478 4483

144.01 467 4511

172.01 495 4532

173.01 454 4574

174.01 439 4483

175.01 459 4581

176.01 425 4497

Sample Completely Burned

Sample Completely Burned

No Burning

Sample Completely Burned

Sample Completely Burned

No Burning

No Burning

No Burning

No Burning

Sample Partially Burned

No Burning

No Burning

Sample Completely Burned

No Burning

No Burning

No Burning

No Burning

No Burning

Sample Partially Burned

Sample Patially Burned

No Burning

Sample Completely Burned

No Burning

a: Impact plate shattered on impact.
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Table C-7. Particle Impact Tests on Stainless Steel 316 Configured as
Impact Plates (Continued)

Test Number

Inlet Gas Inlet Gas

Temperature Pressure

(°F) (psig) Results

177.01 421 4532

178.01 436 4643

179.01 423 4629

180.01 403 4490

181.01 401 4483

182.01 392 4477

183.01 385 4525

No Burning

No Burning

Sample Partially Burned

No Burning

Sample Partially Burned

No Burning

No Burning
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Table C-8. Particle Impact Tests on Zirconium Copper Configured as Impact

Plates

Inlet Gas Inlet Gas

Temperature Pressure

Test Number (°F) (psig) Results

80.01 696 4608 No Burning

81.01 788 4379 No Burning

82.01 728 4477 Slight Evidence of Burning

83.01 756 4449 Slight Evidence of Burning

84.01 755 4615 No Burning

117.01 726 4546 No Burning

118.01 781 4546 No Burning

119.01 789 4560 No Burning

120.01 773 4497 No Burning

121.01 758 4463 No Burning

C-10



Table C-I0. Particle Impact Tests on Stainless Steel 316 Configured as

Rupture Disks 0.38 mm (0.015 in) Thick

Inlet Gas Inlet Gas

Temperature Pressure

Test Number (°F) (psig) Results

25.02 274 4497

26.01 294 4511

No Rupture, No Burning

No Rupture, No Burning

27.01 367 4460

28.01 468 4463

29.01 438 4574

Rupture, No Burning
a

Rupture, No Burning

Rupture, No Burning

a: Disk ruptured prior to injection of particles.

PRECEDING PAGE BLANK NOT FILMED
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APPENDIX D

Data From Fricitonal Heating

Tests on Like Materials

TEST NUMBER TEST MATERIAL PAGE

151

152

153

194

195

196

149

150

154

179

180

181

162

163

164

142

144

161

177

178

140

141

143

146

147

148

Hastelloy X

Inconel 600

Invar 36

Monel K-500

Monel 400

Nickel 200

Silcon Carbide

Stainless Steel 316

Zirconium Copper

D-1

D-9

D-17

D-25

D-32

D-39

D-46

D-54

D-62

D-70

D-78

D-86

D-94a

D-95

D-109

D-116

D-124

D-132

D-139

D-147

D-155

D-163

D-171

D-170

D-187

D-lg5
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FRT %153 TEST 42 6/2(_/83

SAMPLES: HFIST, RLLO_' X _-_

NSTF NO. : 83-1(oc_o _J

RPN: 17000 _
PRESS: 1000 PSIG }lJ

LOAf]" INC_FA_INC J_l

LOAf] RATE: 7 LB/SFC Ill
REACTION

I

I,fl

TIME (SECONDS)
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FRT @153 TEST +2 6/28/83

TT-AK709
SRMPLES; HAST. ALLOY

HSTF NO. : 83-_c>'._c>
RPMs 12B00

PRESS: 1000 PSIG
LORD: I NCRERS ZNG

LOAD RATE, ? LB/SEC

RERCTION
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FRT #153 TEST #2 6/20/83
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SRMPLES: HRST.RLLOY
WSTF NO. : @3- 11o_,4,O
RPM: 17000

PRESS: 1000 PSIG

LORD" INCRERSING

LORD RRTE: ? LB/SEC

RER C T lON
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I ! I I I I ! t

TIME (SECONDS)
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FRT _153 TEST +2 6/28/83
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FRT _ !5 3 6/2 1/8 3
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FRT # 194

SRPPLES: INCONEL GO@

TEST RESULTS: RERCT]ON

SPEED: I7088 RPM (67 FT/SEC)
PRESS: [008 PS1G
TYPE OF LOAD: INCREASING
LOAn RRTE: ? LB/SEC (24 PSI/SEC)
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FRT #194

SAMPLES: INCONEL 600

TE5T RESULTS: REACTION

SPEED: L7088 RPM (67 FT/SEC)
PRESS: 1000 PS]G

TYPE OF LORD: INCREASING
LORD RATE: 7 LB/SEC (24 PSI/SEC)
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FRT, '_19 4

SRMPLES: INCONEL 600

TEST RESULTS: REACTION

SPEED: [7888 RPM (67 FT/SEC)
PRESS: [000 PSIG
TYPE or LOAD, INCREASING
LORD RBTE: 7 LB/SEC (24 PSI/SEC)
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FRT #184

SRMPLES: INCONEL G00

TEST RESULTS: RERCTION

SPEED: [70_8 RPM (67 FT/_EC)

PRESS: [000 PSIG

TYPE OF LOAD: INCREASING

LORD RRTE: 7 LB/SEC (2_ PSI/SEC)
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2000

IG00

1290

800

400

0

÷-- TC-AK7 0_
O--- -I'C-AK703
w-- TC-AK704
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FRT @ 194

SRHPLES: INCONEL 600

TEST RESULTS: RERC'I'ION

SPEED: 17888 RPM (67 FT/SEC)

PRESS: 1080 PSIG

TYPE OF LOAD: INCREASING

LORD RRTE: 7 LB/SEC (24 PSI/SEC)
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FR'F # 1 9 4

SRHPLES: INCONEL Ggg

TEST RESLIT5: RF_.RCIION

SPEED: i7088 RPM (67 FT/6EC)
PRESS: [008 PSIG
TYPE OF LORD: INCRERSING

LORD RRTE: 7 LB/SEC (24 PSI/SEC)
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FRT _ ] 94

SQPPLES: INCONEL GB@

TE5T RESULTS: REJgCTION

SPEED: L7888 RPM (B7 FT/SEC)
PRESS: LeeO PS]G
TYPE 0r LOAD: 1NCRERSING
LOAD RRTE: ? LB/SEC (2`1PSI/SEC)
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FRT _IS5

SAMPLES: INCONEL G00

TE5T RE5LLT5: REFECTION

SPEED: L7000 RPM (BTFT_SEC)

PRESS: L000 PSIG
TYPE OF LOAD: INCRERSING
LORD RBTE: 7 LB/SEC (24 PSI/SEC)
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FRT- # ] 95

SRNPLES: INCONEL 608

TE5T RESULTS: RERCTION

SPEED: I7080 RPM (67 FT/SEC)
PRESS: [80e PS]G
TYPE OF LOADs INC_ERSING

LORD RRTE: 7 LB/SEC {24 PSI/SEC)
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FRT @ 195

SR_F_LES: INCO_L B80

TEST RESLIT5: REBCI]ON

SPEED: L7888 RPM (67 FT/SEC)

PRESS: L000 PS]G

TYPE OF LORD: INCREASING

LORB RRTE: ? LB/SEC (24 PSI/SEC)
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FRT @ 195

SQMPLES: INCONEL G00

TEST RE5ULT5: RERCTION

SPEED: L?O_ RPM (67 F'T/SEC)

PRESS: L000 PS]G
TYPE OF LORD: INCRERSING

LORD RRTE: ? LB/SEC (24 PSI/SEC)
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FRT #195

SAMPLES: INCONEL 600

TEST RESULTS: RERCT]ON

SPEED: [7088 RPM (B7 FT/SEC)
PRESS: lBf18 PS]G
TYPE OF LOAD: ]NC_EASING
LORD RRTE: 7 LB/SEC (24 PSI/SEC)
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FRT @195

SRHPLES: INCONEL G00

TEST RESLLTS: RERCTION

SPEED: l?BBB RPM (67 FT/SEC)

PRESS: IQQB PSIG

TYPE OF LORD: ]NCRERSING

LORD RRTE: 7 LB/SEC (24 PSI/SEC)
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FRT # 195

SRMPLES: INCONEL G00

TEST RESULTS: RERCTION

SPEED: [7080 RPM (B7 FT/SEC)
PRESS: L000 PSIG
TYPE or LOAD: INCREASING

LOR_ RBTE: ? LB/SEC (24 PSI/SEC)
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FRT. # 19 G

SAMPLES: INCONEL _00

TEST RESULTS: RERCTION

SPEED: 17088 RPM (B? FT/SEC)
PRESS: 1000 PSIG
TYPE or LOAD: INCREASING

LORD RBTE: 7 LB/SEC (24 PSI/SEC)
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FRT _ 196

SRNPLES: INCONEL 688

TEST RESULTS: RERCTION

SPEED: L7088 RPM (67 FT/SEC)
PRESS: L008 PS]G
TYPE OF LORD= ]NCRERSING

LORD RRTE: ? LB/SEC (2_ PSI/SEC)
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FRT. ,11'1SG

SRMPLES: INCONEL 600

TEST RESULTS: REACTION

SPEED: l?OB8 RPM (67 FT/SEC)
PRESS: [000 PSIG
TYPE or LORDz INCREASING

LORD RBTE: ? LB/SEC (_ PSI/SEC)

l-%

L_
H
U_
Q_

W

W

D.

I.I

s-
E
-r
U

1200

1000

800

600

400

200

0 : I I I I I I I

t_l _ (/:) CO

TIME (SECONDS)

D-41



FRT #I 96

SAMPLES: INCONEL G@O

TFST RESULTS: RF'RC'[ION

SPEED: LTQSG RPM (67 FT/$EC)

PRESS: L080 PSIG

TYPE OF LORD= INCREASING

LORD RRTE: 7 LB/SEC (24 PSI/SEC)
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FRT. _196

SRMPLES: INCONEI. G00

TE5T RESULTS: RERCIION

SPEED: 17088 RPM (67 FT/SEC)
PRESS: 1000 PSIG
TYPE OF LORD: INCREASING
LOAn RRTE: 7 LB/SEC (24 PSI/SEC)
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FRT _ I$6

SAMPLES: INCONEL 600

TEST RESULT5: RERCl'ION

BPEED: LTBBB RPM (67 FT/$EC)

PRESS: lg0B PSIG

TYPE OF LOAD: INCRERSING

LORD RRTE: 7 LB/SEC (24 PSI/SEC)
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FRT- # ] ElG

SRMPLES: INCONEL G@@

TE5T RE5ULT5: RERCT]ON

SPEED: lTe88 RPM (67 FT/SEC)
PRESS: t080 PSIG
TYPE or LORD: INC_ER_INC

LORD RRTE: 7 LB/SEC (24 PSI/SEC)
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FRT # 14g rEST _2 6/16/83

SAMPLES: INVAR 3£

WSTF NO.: 83-I_0_0

RPM: 17000

PREBS: 1000 PSIG

LORD: INCREASING

LOAD RATE: ? LB/SEC

_EACTION

I !

_g

TIME (SECONDS)
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FRT I_14S TEST "1_2 6/]6/83

W
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1857@

SRMPLES: INVRR 36
HSTF NO.: 83-tbo30

RPM: 17008

PRESS: 1000 PS2G

LOAD; INCRERSIN6

LORD RRTE: 7 LB/SEC

R/RCTION -

t ! | I I

I I

TIME (SECONDS)
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FRT _149 TEST #2 6/16/B3

H
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SRMPLES" FNVRR- 3G

HSTF NO. : 83-_o'$o

RPM: 1713B0

PRESS: 1808 PSIG

LOAD: INCREASING

LORD RATE: 7 LB/SEC
RERCT ION

I I I I_ I

•-.. ru (",'I

TIME (SECONDS)
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FRT 414S TEST

5RMPLES: INVRR 36

WS_F NO.: 83-I_o_o

ePM: 17000

PRE55: 1000 P5]G

LORD: INCRERSING
LORn RRTE; ? LB/SEC

RERCTION

_2 6/16/83
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TIME (SECONDS)
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FRT f149

"q C_l

TEST _2 6/]6/B3

TT-RK?_9

SRMPLE5; INVRR 36
HSTF NO. : 83- t_o'_o

l_PM: IPB0@

PRESS: 100E_ PS]G
LORD: INCRERSING

LORD _RTE: ? Lg/SEC

RERCTION

!

TIME (SECONDS)
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FRT #149 TEST #2 6/16/83
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SAMPLES: £NVAR 36
WSTF NO. : 83-11_o_5o
RPM: 1788{}
PRESS: 1000 PSIG
LOAD: INCREASING
LORD RATE: 7 LB/SEC
RF_.ACT lON

I

TIME (SECONDS)
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FRT _ 149 6/17/83
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FRT 4+150 TEST @1 6/I?/83

SAMPLES= INVAR £6

WSTF NO.; 83-Lbo_o

RPM: 17000

PREB£, 1888 PSIG

LOA0: INCREASING

LOAD RATE: 7 LB/SEC

RERCTION

I I I | | !

TIME (SECONDS)
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FRT 4F!50 TEST 4FI 6x17/83
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FRT _150 TEST _1 6/17/83

i

gRMPLES: INVFIR 3G
HSTF NO.: 83-t_o_0
RPM: 17000

PRESS: 1000 PSIG

LORD: INCRERSING

LORD RRTE: ? LB/SEC

RE;RC_ION
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FRT 4158 TEST

BRMPLE5: INVRR 3B
HBTF NO. : 83- l&.OSa
RPM: 17888

PRE55: 1080 PSIG
LOAD" INCREAC:INC

LOAn RRTE; ? LB/SFC
REACTION

I B/17/83

TIHE (SECONDS)
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FRT #lSB TEST _1 B/1Z/B3
e

TT-RK?09

SRMPLES: ]NVRR 36

WSTF NO. : 83-L_o'iO

RPM: 17B00

PRESS" 1000 PSIG

LORD: INCRERSING

LORD RRTE: 7 LB/5EC

RERCTION
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TIME (SECONDS)
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FRT #150 TEST #l G/]7/83
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PRESS: 1000 PSIG
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LOAD RATE: 7 LB/SEC
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FRT e150 TEST @I 6/tT/B3
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FRT _t54 TEST #I 6/21/83

SRMPLES: INVAR 96

WSTF NO.; B3-t_o3o-

RPM: 1700@
PRiZeS: IBBO PSIG
LORD: INCRERSING
LORD RRTE: 7 LB/SEC
RERCT ] ON
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FRT # 179

SRMPLES: MONEL K-sgo

TEST RESULTS: RERCT]ON

SPEED: L7008 RPM (67 FT/SEC)

PRESS: L000 PS]G
TYPE or LOAD: INCREASING

LORD RRTE: ? LB/SEC C25 PSI/SEC)
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FRT #179

SAMPLES: MONEL K-500

TEST RESULTS: RERCT]ON

SPEED: I70e8 RPM (67 FT/SEC)
PRESS: 1000 PS]G
TYPE or LOADs INCREASING

LORD RRTE: 7 LB/SEC (25 PSI/SEC)
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FRT #]79

SRMPLES: MONEL K-508

TEST RESULTS: RERCT]ON

SPEED: L2888 RPM (62 FT/SEC)
PRESS: L888 PS]G
TYPE OF LORD: INCREASING
LORD RRTE: ? LB/SEC (25 PSI/SEC)

(_O
I--I

LO
O_

W
iv"

_D
LO
W
n_
O_

n_
W
E_

G=
I

1208

1088

888

208

8 I I t i i

C_

TIME (SECONDS)

D-7Z



FRT @179

SAMPLES: MONEL K-500

TE5T RE5ULT5: REBCT]ON

SPEED: 17088 RPM (87 FT/_EC)
PRESS: lOOe PSIG
TYPE OF LORD: iNCREASING

LOAB RBTE: 7 LB/SEC (25 PSI/SEC)
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FRT # 179

SRMPLES: MONEL K-588

TEST RE5ULTS: RERCTION

BPEED: I?08B RPM (B7 FT/SEC)

PRESS: I0@0 PS]G

TYPE OF LORD: ]NCRERSING

LORD RRTE: 7 LB/SEC (Z5 PSI/SEC)
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FRT #17S

SRMPLES: MONEL K-500

TEST RESULTS: RERCT]ON

SPEED: [78@8 RPM (67FT/3EC)
PRESS: 10@8 PSIG
TYPE OF LOAD: ]NCRERSING

LORO RRTE: 7 LB/SEC (25 PSI/SEC)
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FRT @178

SAMPLES: MONEL K-500

TEST RESULTS: ERCT]ON

SPEED: L7088 RPM (67 FT/SEC)

PRESS: 1088 PSIG
TYPE OF LOAD: INCREASING

LOAD RRTE: ? LB/SEC (25 PSI/SEC)
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SAMPLES: MONEL K-500

TEST RESULTS: RERCTION

SPEED: [7@8@ RPM (67 FT/_EC)

PRESS: [880 PSIG
TYPE OF LORD: INCREASING

LOAD RRTE: 7 LB/SEC (25 PSI/SEC)
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FRT # 180

SRMPLES: MONEL K-500

TEST RESULTS: RERCT]ON

SPEED: L7088 RPM (67 FT/6Ec)
PRESS: L000 PS]G ,
TYPE Or LORD= ]NCRERSING

LORD RRTE: ? LB/SEC (25 PSI/SEC)
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FRT _ 180

SRNPLES: MONEL K-500

TE5T RESULT5: RERCTION

SPEED: t7088 RPM (67 FT/SEC)
PRESS: [000 PSIG
TYPE OF LORD: INCRERSINC

LORD RRTE: 7 LB/SEC {25 PSI/SEC)
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FRT @ 180

SRMPLES: MONEL K-500

TE5T RESULT5: RERCT]ON

SPEED: [7088 RPM (87 FT/,SEC)

PRESS: 1000 PS]G
TYPE OF LORD. :INCREASING
LORD RRTE: 7 LB/SEC (25 PSI/SEC)
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FRT @180

SRMPLES: MONEL K-500

TE5T RESULTS.. RERCTION

SPEED: 17088 RPM (67 FT/SEC)

PRESS: I000 PSIG
TYPE or LOAD: INCREASINC

LORn RRTE: ? LB/SEC (25 PSI/SEC)
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FRT #]BO

SAMPLES: MONEL K-500

TE5T RE5ULT5: RERE'rION

SPEED: L?088 RPM (62 FT/6EC)
PRESS: L888 PSIG
TYPE OF LOAD: INCREASING

LOAD RBTE: ? LB/SEC (25 PSI/SEC)
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FRT #180

SAMPLES: MONEL K-508

TEST RESULTS: RERCTION

SPEED: 17888 RPM (67 FT/sEc)
PRESS: [080 PSIG
TYP£ OF LORD: INCREASING

LORD RRTE: ? LB/SEC (25 PSI/SEC)

.380

A

tO
W
T
L)
Z

Z
W

W
U
n-
J
0_
O0

Q

L,J
J
13..

O:

•28B

• 10B

!

TIME (SECONDS)

D-83



FRT @ 1BO

SAMPLES: MONEL K-500

TE5T RESULTS: RERCTION

SPEED: L70_0 RPM (67 FT/6EC)
PRESS: I000 PSIG

TYPE OF LOAD: INCRERSING

LOBD RRTE: 7 LB/SEC (Z5 PSI/SEC)
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FRT _ 180

SRMPLES: MONEL K-588

TE,ST RE5ULT5: RERCT]ON

SPEED: [7088 RPM (67 FT/SEC)
PRESS: L000 PSIG
TYPE or LOAD: ]NCRERSING
LORE RRTE: 7 LB/SEC (25 PSI/SEC)
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FAT #181

SRI%°LES: MONEL K-580

TE5T RESULTS: RE:ACTION

SPEED: I7888 RPM (6? FT/BEC)
PRESS: 1000 PSIG
TYPE OF LORD: INCREASING

LORD RATE: ? LBISEC [25 P5I/SEC)
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FRT  181

SAMPLES: MONEL K-SOD

TEST RESULTS: REACTION

SPEED: L?Oe8 RPM (87-FT/SEC)
PRESS: L000 PS]G
TYPE OF LOAD: INCREASING
LOA_ RATE: 7 LB/SEC (25 PSI/SEC)
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FRT @181

SRMPLES: MONEL K-500

TEST RESULTS: RERCTION

SPEED: L7088 RPM (B7 FT/SEC)
PRESS: L000 PSIG
TYPE OF LOAD: INCREASIh_

LORO RRTE: 7 LB/SEC (25 PSI/SEC)
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FRT @18t

SRMPLES: MONEL K-500

TE5T RE5ULT5: RERCTION

SPEED: 17088 RPM (67 FT/_EC)

PRESS: 1000 PSIG

TYPE OF LOAD: INCREASING

LORD RRTE: 7 LB/SEC (Z5 PSI/SEC)
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FRT @lBi

SRHPLES: MONEL K-500

TE5T RE5ULT5: RERCT]ON

SPEED: L7088 RPM (87 -FT/SEC)
PRESS: L800 PSIG
TYPE OF LORB: INCREASING
LORn RRTE: 7 LB/SEC (25 PSI/SEC)
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FRT #]81

SRMPLES: MONEL K-50e

TEST RESLLT5 : RERCT]ON

SPEED: 17088 RPM (6?FT/_EC)
PRESS: I000 PS]G
TYPEOF LORD: INCREASING

LORD RRTE: 7 LB/'SEC (25 PSI/SEC)
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FR.T #181

SRPPLES: MONEL K-588

TEST RE5ULTS: RERCT]ON

SPEED: I?BOO RPM (6?.FT/SEC)
PRESS: 1000 PSIG

TYPE OF LORD: ]NCRERSING
LORD RRTE: ? LB/SEC (25 PSI/SEC)
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FRT @181

SRMPLES: MONEL K-500

TEST RESULTS: RERC'[ION

SPEED: 17888 RPM (B7 FT_SEC)
PRESS: L008 PSIG
TYPE OF LOAD: ]NCRERSING
LORD RBTE: ? LB/SEC (25 PSI/SEC)
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FRT _162 TEST _2 6/2?/83

SAMPLES; MONEL 4i_0

WSTF NO.; e2-14,e0B-

RPN" 17Blab
PRE!;S: 10B0 PSIG
LOFID: INCREASING

_ LOFID RRTE: ? UB/SEC
_, RELICT ION
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FRT +IS2 TEST ,_2 B/27/83
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PRESS: I000 PSIG
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FRT ._162 TEST 42 6/27/83

SAMPLES: MONEL 400

NSTF NO.: 82_14806

RPM: 17000
PRESS: 1000 PSIG

LORD: INCRERSING
LORD RATE: ? LB/SEC
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FRT #t62 TEST #2 6/27/83

SRMPLE5: MONEL 400

WSTF NO.: B2-14B@6

RPM: 17000

PRESS: .1000 PSIG
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SAMPLES'. MONEL 400
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FRT # 163 TEST #3 6/27/83
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SAMPLES. HONEL 4130
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PRE£S: 1800 PSIG
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SRMPLES: MONEL'400
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REBCTION

_D

i I I I I

TIME (SECONDS)

D-104



I,

C_

W
1:3

W

IT
nl
LJ
13_

W

_ _000

_-o IG88

6qj1200

I,_ 800

_2.b"

t_J 400

_-o B

FRT 'i'163 TEST

51:IMPLES: MONEL ,I,8G"
NS'fF NO.: 82-[4806
RPN: 17000

PRE55: 1000 PSIG
LORD. INCREASING
LORD RRTE; ? LB/SEC

REACTION

I 1 I I

/o m "30 e_

_3 6/27/83

I

15
(,.O

TIME (SECONDS)

D-lOS



r-i

\

I--
D
O_

0

Cd
I

G_
0

rv
W
-r

1550

1350

1150

950

75g

550

350

15_

-50

FRT _'163 TEST +3 B/27/B3

Od _.

I

f._

TIME (SECONDS)

O-106



.300

FRT #163 TEST #3 6/27/83
Q

LO
Ld
I
U
Z

b-
Z
b.]

bJ
L)

.J
n
tO

Q

,.J
.J
n

(U
(D

.200

• 100

0. 000

-.. 100

SRMPLES: MONEL 408

WSTr NO.: 82-14888

RPM: 12888

PRESS: 1080 PSIG

LOAD: INCREASING

LORD RATE: ? LB/SEC

RERCTION

: " "1_ " I I I I l I i I I I
I • • I , • • , • , ,

.... II.......... 1_ .... :-'' ''T I I I I I I I I v I I I I

I f I I I 1

(._

TIME (SECONDS)

D-107



2@

FRT _163 TEST _3 6/27/83

I.r)
Q
Z

0
n

n-
o
J

W

0
n_
0

0C
W
I::I:l
',,r-
E
-'I-
U

1@

@

N

........:i............t .............
_PM., 17@@@
PRESS: IB@B PSIG

LORD: [NCBEQSING

LOAD RMTE-" 7 LB/SEC

.RERCTION
i
i

i

TIME (SECONDS)

D-tO@



CO

Z

0
n

Q
IE
0
_1

I.i
_1
n

808

_08

688

500

488

300

200

100

0
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SAMPLES" MONEI_ 413@
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RPM: 17@O0

PRESS: 1888 PSIG
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LORD RRTE: 7 LB/SEC
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SAMPLES: MONEL 488

NSTF NO. • 82-14888
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SAMPLES. NICKEL 208

HSTF NO.; 82-1480'I

RPM: 17208

PRESS: leBO PSIG

LORD'. INCREASING

LORD RRTE: 7 LB/SEC

NO-REACTION
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SRMPLES: NICKEL 200
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NO-RERCTI_N

I I I, I I I | I

CD aO _ CD
I%1 qt" (.0

TIHE (SECONDS)

D-117



L9
I--I
LO
n

W
n_

LO

W
n_
8-

n_
W
m

n-
T

148_

1280

1000

688

600

480

288

e

FRT 4142 TEST #2 6/18/83

_; .... :',', _: : 1I: '," ; ', 1

I I I I

SAMPLES: N]CKEL 280

HSTF NO.: 82-14804
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FRT @142 TEST _8 G/]0/83
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SflMPLES: NICKEL 288
WSTF NO.: 82-14804
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PRESS: 1000 PSIG
LORD= INCRERSING
LORD RATE: 7 LB/SEC
NO-RESCTION
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FRT #144 TEST #1 6,'13/83

SAMPLES: NICKF_L 200

NSTF N0.: 82-1480,_

RPM: 17000

Pg_ESS: 1000 PSIG

LORD: INCRERSING

LOAD RRTE: 7 LB/SEC
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TIME (SECONDS)
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SRMPLES: NICKEL 200
WSTF NO.: 82-14884

•RPM: 17000
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SRMPLES: NICKEL 200
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PRESS: 1000 PS]G
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LORD RRTF: 7 LB/SF'C
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5BMPLE5: NICKEL 2@8
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RERCTION
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SRNPLES: NICKEL 20{}

TE5T RESULTS: EBCTION

SPEED: l?SBB RPM (67 -FT/3EC)
PRESS: L080 PSIG
TYPE or LOAD: INCREASING

LORD RRTE: 7 LB/SEC (24 PSI/SEC)
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FRT _tSl TEST el 6/27/83

SAMPLES: NICKEL 200

HSTF NO.: 82-I'480'_

RPM: 17000

PRESS: 1800 PSIG

LORD: INCRERSING

LOAD RATE: 7 '.C

NO-RERCTION
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SRMPLES: NICKEl- 28cA

HSTF NO.; B2-14804
RPM: 17000

PRESS: 1000 PSIG
LORD: INCREFLSI NG

LORD RRTE: ? LB/SEC
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PRESS 1000 PSIG
INCRERSING

RRTK: ? LB/SEC

NO-RERCTION
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5RMPLE5: NICKEL 200

NSTF NO.: 82-14804

RPM; 17880

PRESS: 1000 PSIG
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SRMPLES: NICKEL 200

TESI RESULTS: NO-REFICTION
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SPEED: L7000 RPM (B7 .FT/_EC)
PRESS: L000 PS]G
TYPE or LORD: INCREASING

LORD RRTE: 7 LB/SEC (24 PSI/SEC)
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FRT 6177

SRMPLES: SILICON CRRBIDE

TEST RESULTS: SHATTER

SPEED: L7088 RPM (67 FT/SEC)
PRESS: I000 PSIG

TYPE or LOAD: INCREASING
LOAD RBTE: 7 LB/SEC (25 PSI/SEC)
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_g

TIME (SECONDS)
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FR'[ _ 17 7

SQMPLES; SILICON CRRBIDE

TEST RESULTS: 5HBTTER

SPEED: [7088 RPM (B7 FT/.SEC)
PRESS: |000 PSIG
TYPE or LOAD: INCREASING

LORD RRTE: 7 LB/SEC (25 PSI/SEC)

bJ
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n_
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16778 !

TIME (SECONDS)
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FRT #177

SAMPLES: SILICON CARBIDE

TEST REBULT5: SHATTER

SPEED: 1708e RPM (B?.FT/SEC)

PRESS: I008 PSIG
TYPE OF LOAD: INCREASING
LORD RRTE: 7 LB/SEC (25 PSI/SEC)

1-4
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400

Z00

0

TIME (SECONDS)
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FRT # ] 7Z

SAMPLES: SILICON CARBIDE

TEST RESULT5 : ._HRTTER

SPEED: 17888 RPM (67 FT/_EC)
PRESS: lBQB PSIG

TYPE or LORD: INCRERSIN_

LORB RRTE: 7 LB/SEC (25 PSI/SEC)

b.

I,I
Q

l,i
n/
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W
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I

TIME (SECONI]S)
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FRT @177

SAMPLES: SILICON CARBIDE

TEST RESULTS: 5HATTER

SPEED: [7088 RPM (8?.FT/SEC)
PRESS: I000 PSIG
TYPE OF LORD: INCRERSING

LORD RRTE: 7 LB/SEC (25 PSI/SEC)

58

:>

Q

\

I'-- [/1

!%

I
_-
0_-

bJ
_J
I--I

O.
0

rv
Ld
"I"

48

38

28

0

-10

-20

-30

-40

-58

5g

I I I I

|

TIME (SECONDS)
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FRT _17 7

SAMPLES: SILICON CARBIDE

TEST RESULTS: 5HRTTER

SPEED: L7088 RPM (G? FT/3EC)
PRESS: Leee PSIG
TYPE OF LORD: INCREASING
LORD RRTE: ? LB/SEC (25 PSI/SEC)

.38B

LO
i,i
"I-
L)
Z
I--I

Z
bJ
_--
!.1
U
E:
/
n
LO

E_

W
/
n
T"
{]:
U_

._SB

• lOB

@. 88B

-. 18B

I I I

/

I

TIME (.SECONDS)

D-144



FRT #177

BBHPLE5: SILICON CARBIDE

TEST RE5ULTS: 5HBTTER

SPEED: I70@@ RPM (BTFT/$EC)

PRESS: [@80 PSIG

TYPE OF LOFED: INCREQSING

LOBD RBTE: 7 LB/SEC (25 PSI/SEC)
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FRT 4 1? ?
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FRT #1?B

SRMPLES: SILICON CARBIDE

TEST RESULTS: SHRTTER

SPEED: S008 RPM (35 FT/SEC)

PRESS: 1000 PSIG

TYPE or LORD: INCREASING

LOQD RRTE: 7 LB/SEC (25 PSI/SEC)
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Z
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Q
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0
_J

bJ
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FRT #l?B

5RMPLES: SILICON CRRBIZE

TE5T RE5ULT5: 5HRTTER

SPEED: S000 RPM (85 FT/_EC)
PRESS: 1008 PS]G
TYPE OF LORD: INCREASING

LORD RRTE: 7 LB/SEC (25 PSI/SEC)
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Z
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W
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Z
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FAT _1?8

SAMPLES: SILICON CARBIDE

TEST RESULTS: 5HATTER

SPEED: 5080 RPM (35 FT/SEC)

PRESS: 1000 PSIG

TYPE OF LORD: INCR[RSING

LORD RATE: 7 LBISKC (25 P_I/SKC)
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FRT @l?B

SRMPLES: SILICON CQRBIDE

TEST RESLLTS: 5HRTTER

SPEED: 8008 RPM (35 FT/SEC)
PRESS: |000 PSIG
TYPE OF LOAD: INCREASING

LORD RRTE: 7 LB/SEC (25 PSI/SEE)
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I.I
Q

I,I
rY

0:
rv
i.i
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FRT #178

SAMPLES: SILICON CARBIDE

TEST RESULTS: 5HRTTER

SPEED: SB08 RPM (35 FT/SEC)
PRESS: [008 PSIG
TYPE or LOAD: INCREQSINC

LOAD RBTE: ? LB/SEC (25 PSI/SEC)
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FRT #178

SRMPLES: SILICON CRRBIDE

TEST RESLIT5: SHBTTER

SPEED: ggo@ RPM (35 FT/SEC)

PRESS: t000 PSIG

TYPE OF LORD: INCREASING

LORD RBTE: ? LB/SEC (25 PSI/SEC)
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FAT  178

SAMPLES: SILICON CARBIDE

TEST RESULTS: 5HRTTER

SPEED: S000 RPM (35 FT/SEC)

PRESS: L000 PSIG

TYPE or LORD: INCRERSIN_

LORD RRTE: 7 LB/SEC (25 PSI/SEC)
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FAT _ ] 78

SAMPLES: SILICON CARBIDE

TE5T RESULT5: SHRTTER

SPEED: 9088 RPM (35 FT/SEC)
PRESS: 1000 PSIG
TYPE OF LOAD: INCREASING

LOAD RRTE: 7 LB/SEC (25 PSI/SEC)
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bJ
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tO
Z
0
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17_70

17260

17250

1724_
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17220

17_]0

FAT _148 TEST ,_2 6/8/83

SAMPLES: 316 SS
WBTF NO, : 82-14812 GROUP I

RPM: 17500

PRESS: 1000 PS:IG
LORD; INCREASING

LOAD RATE: 7 LB/SEC
REACTION

! I ! ! i
t

Orl

TIME (SECONDS)
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1288
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800

G00

400
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0

FRT _]40 TEST _2 8/8/83

SRMPLES: 31G SS

WSTF NO. : 82-14812 GROUP I

RPM: 17500

PRESS: 1000 PSIG
LORD: INCRERSING

LORD RATE: 7 LB/SEC
REBCTION

eg

I I I I I

OD

I

OQ

TIME (SECONDS)
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b_

L9
W
Q
v

W
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n_
W
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W

16@8

12@@

8@8

4@@

@

FRT _140 TEST ,If2 6/8/83

SRMPLES: 316 SS

HSTF NO. : 82-14812 GROUP 1
RPM: 1750@

PRESS: ]@@I_ PSIG

LOAn: INCR_'ASING

LORrl RRTE; 7 LB/SEC

RERCTION

I I I I I

TIME (SECONDS)
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FRT $140 TEST +2 G/8/83
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W
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358
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•"q CU

TT-RK?89
SRMPLE5:316 SS
HSTF NO. : 82-14812
RPM; 17580
PRESS: 1088 PSIG
LORD: INCRERSING

LORD RATE: 7 LB/SE_
RERCTION

ROUP I

!
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FRT #i40 TEST #2 G/8/83

tO
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n-
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0.000

-.050

SRMPLES: 31G SS

NSTF NO.: 82-14812

RPM: 17580

PRESS: 1000 PSIG

LOAD: INCREQSING

LORD RRTE: 7 LB/SEC

_ERCTION

GROUP

Iv|ll|

I I t I I

TIME (SECONDS)
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400
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8

FRT #141 TEST @l 6/18/83

SAMPLES. _II_ c:S

WSTF NO. : 82-1'4812

RPM: 17200
PRESSz 1888 PSIG
LORD: INCREASING
LORD RATE: 7 LB/SEC
RERCT/ON

GROUP

|

_g

TIME (SECONBS)
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FRT _141 TEST @1 6/10/83

W
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bJ
O_

U_
Z
O

O

_J

O.
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17260

17258
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17_18

I?_80

°
SRMPLES: 31G SS

_. WSTF NO. : 82-14812 _;

RPM: 17208
PRESS; ll31_G PSIG

\._ LOAD;INCRF-_sING
+" _ LORD RRTE: 7 LB/SEC

| I I I ! t

eg m m
•,.. (%1 01
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eo
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FRT _]41 TEST #] 6/10/83

°

_-_MPLES: 316 £S

HSTF NO.: -8_-14812 GROUP

RPM: 17200

PRESS: 1Be@ PSIG

LORD: INCRERSING

LORD RATE; 7 LB/SEC
F_RCTION

\

I I I

Eg
,,_ @,,J

I I |

TIME (SECONDS)
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W
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W
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w

_000

1600

1200

800

FRT 4_14t TEST #1

5QMPLES: 318 SS

WS'[F NO. : 82-[4812 GROUP I
RPM: 17200
PRE55: 1000 PSIG
LORI]" INCREASING

LORD RATE: ? LB/SEC
REACTION

6/IE_/B3

l

400

8
!

TIME (SECONDS)
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FRT #141 TEST #I 6/1B/83

>
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h-
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W
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W
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?58
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55c_
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358
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-58

TT-RKZS5

SSMPLES: 31S S

WSTF NO. : 82-I

RPM: 17200
I

PRESS. 198@ PS I

LORD: INCREMSI_
L

LORD eATE: 7 14

RERCTION I

8 12 GeOUP I

'SEC

I I I

TIME (SECONDS)
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•2B0
FAT #14 ! TEST #I 6/18/83

W
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U
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Z
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W
J
Q_

.150

• 10@

•05@

0.008

-.050

SAMPLES: B]8 SS
WSTF NO.: 82-14812 GROUP l
RPM: 17288
PESS: 1080 PSIG
LORD: INCREASING

LOAD RATE: ? LB/SEC
RERCT]ON

I t I I

I'i.I

t

TIME (SECONDS)
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FRT _141 TEST @I 6/10/83
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FRT •_ 14 1 6/l E_/83
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FRT #t43 TEST #3 6/10/83

SAMPLES." ._16 ££

NSTF NO.: 82-14812 GROUP l

RPM: 17000

PREB£: 1000 PSIG

LOAO: INCREASING

LORD RRTE: 7 LB/SEC

REACTION

.4 t'_

TIME (SECONDS)

]
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FRT _.143 TEST 4_3 6/10/83

a.i
F-

Z

n_
W
O_
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O

d
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W
n_

Q_
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17_70

17250

17230

17210

171_8

I_178

SRMPLES: 316 SS

WSTF NO. : 82-14812 GROUP i

RPM : 17088

P;_ESS" I_G PSIC

LORD; INCRERSING

LORD RRTE: 7 LB/SEC

RERCTION -

I I I 1 I I

TIME (SECONDS)
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FRT 4143 TEST 43 G/18/83

i,

SAMPLES: 31S SS

I_ISTF NO. : 82-14812 GROUP 1

RPM'. 17880
PRESS: 1BOO PSIG

LOAD: INCRERSING
LOAD RRTE: 7 LB/SEC
REACTION

eg

I I I I

•- na

TIME (SECONDS)
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FRT %]43 TEST 43

SFIMPLES: 316 SS
i4STF NO.: 82-14812 GROUP [
RPMz 17000

FRE55: 1000 PSIG

LOAI] : INCREASING

LOll]] RATE; ? LB/SEC

REFICTION

G/ ]0/83

!

I I I I I
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t

01

TIME (SECONDS)
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FRT ,_143 TEST _3 IS/]0/83
Q

TT-RK?09

SRMPLES: 316 SS
WSTF NO.: 82-14812
RPH= 17000

PRESS: 100_ PS]G
LORD= INCRERSING

LORD RRTE: ? LB/SEC
RERCTION

ol

TIME (SECONDS)
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FRT #143 TEST #3 6/I0/83
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(J
Z

Z
W

bJ
(D

_J
O_

C_
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a:
tO

.150
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-.050

SW=IMPLES: 3 ]6 SS

WSTF NO.: 82-14812 GROUP 1

RPM: 17080

PRESS: 1000 PSIG

LOAD: INCREASING

LORD RRTE: 7 LB/SEC

RF_ACTION

1 I ! I ! !

TIME (SECONDS)
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FRT # 143

E_:IMPLES: 3 115 SS

TEST RESULTS: REFICTION

°

SPEED: !7888 RPM (67 FT/_EC)
PRESS: |800 PSIG
TYPE or LORD: INCREASING
LORD RBTE: 7 LB/SEC (25 PSI/SEC)
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FRT _t46 TEST #I 6/.15/83

SAMPLES" ZIRC.-COPPER

WSTF NO.: 83-15%_

RPM: 17000

PREBS: 1800 PSI_

LORD: INCRERSING

LORD RRTE: ? LB/SEC
NO-REACTION

I I " I' ' " I I

RI

TIME (SECONDS)
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FRT @146 TEST ,_1 6/15/83

IMPLES: ZIRC.-COPPER

NO.: e3-1S_
RP 17000

PRE! : I_0 PS]G

LOAB INCREASING

LOAD : 7 LB/SEC

NI ION

I i I I I I i
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TIME (SECONDS)
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SAMPLES: ZIRC.-COPPER
I_ISTF NO. : 83- IS_'_a

RPM: 17008
PRESS: 1000 PS[G

LORD: INCRERSING
LORD RATE: 2 LB/SEC

NO-REACTION

TIME (SECONDS)
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SFIMPLES: ZIRC.-COPPER
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RPM: 17888
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LOFIO RATE; 7 LB/SEC
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FRT #14G TEST #I 6/15/83

7T-FIK705

SFIMPLES : ZIRC .-COPPER
HGTF NO. = 9g- tS'i_'=,_

RPM: !7000

PRESS= 1800 _SIQ 1
LORD: INCRER_ ING_

LoRDRR = 7JLB, EC
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TIME (SECONDS)
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SRMPLES: ZIRC.-COPPER

I_TF NO.: 8:3-IS_Qt_

RPM: 17000

PRESS: 1000 PSIG

LORD: INCRERSING

LORD RRTE: ? LB/SEC

NO-REACTION
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FRT _147 _2 6/15/83

SRMPLES. ZIRC-COPPER
NSTF NO. ; 03-15_'_I,

RPM: 17000
PREBS. 1000 PSIG
LOAD: INCRERSING
LORD RRTE" 7 LB/SEC
NO-I_EBCTI ON

_I I I I I I I
I

TIME (SECONI]S )
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FRT _147 TEST +2 6/]5/83
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SRMPLES: Z IRC-COPPER
WSTF NO. : 89- _S_'_
RPM: 17000

: INCRERS [NG
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NO' RERCT ION
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FRT ¢]47 TEST _2 8/15/83
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SI_MPLES: Z ]RC-COPPE_

hSTF NO.: B3-_SS'_S

RPM: 17800

PRESS: 1088 PSIG

LORD: INCRERSING

LORD RAT[: 7 LB/SEC

NO-REACTION
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5RMPLES: Z IRC-COPPER

_STF NO. : B3-tSS_S
RPM : I7000

PRE55: 1000 PSIG
LoAn: INCRF_ASINC

LORD RATE: 7 LB/SFC

NO-REACTION
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FRT 6147 TEST 62 6/15/B3
i

TT-AK705
SF:C_LES : ZIRC-COPPER

klSTi:" NO. : 83- 15_&_
RPM: 17000

PRESS: 1800 P.£IC;

LOAD: INCRERSING

LOAB RRTE" 7 LB/SEC

NO-REACTION
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FRT ,14,t,t? TEST #2 6,"15/83

SFIMPLES: Z 1RC-COPPER

W_TF NO., 83-l_%'%_
RPM: 17000

PRESS: 1000 PSIG

LOAD. INCRERSING

LORD RRTE: 7 LB/SEC
NO-RIZ I::ICT I ON
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FRT #148 TEST _I 6/16/83

SAMPLES: ZIRC-COPPER

MSTF NO.: 83-15SM@

RPM: 17008

PRESS: 1000 PSIG

LOAD: INCREASING

LOAO RATE: 7 LB/_

NO-RCACTION

TIME (SECONDS )
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FRT 4148 TEST

SAMPLES: Z IRC-COF_='ER

WSTF NO. : 83- I_$q$

RPM: 17000

PRESS: 1000 PSIG

LOAD." INCREASING

LORD RATE: 2 LB/SEC

NO-REACTION
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FRT #148 TEST #I IS/11S/83

SRMPLES: Z IRC-COPPER "

WSTr NO. = e3- I_ S'_@ **

RPM: l?E]E]@ ._
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